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Bu rapor BASF Tiirk Kimya Sanayi ve Ticaret Limited Sirketinin 18.11.2014
tarihli bagvuru yazisi ekindeki MasterSeal 525 isimli tUrinde BS 6920
standardl kapsaminda suya gegebilecek metalik kirlilik incelemesi yapilarak
icme suyu sistemlerinde kullanima uygun olup olmadiginin belirlenmesi
istemi Gzerine hazirlanmisgtir.

INCELEME SONUCU

MasterSeal 525 Urinunden BS 6920 Bélim-1, Md. 8, Tablo-1'deki
elementlerin. suya gecebilecek miktarlarinin belirlenmesi igin dretici firma
tarafindan ayni standart B6lum 2.1 esaslari uyarinca hazirlanip génderilen
ornekler BOlum 2.6 uyarinca su ile temas halinde birakilmistir. Plakalar
¢ikarildiktan sonra gézelti dustik sicaklikli etiivde konsantre edilip suya gecen
element miktarlari atomik absorpsiyen spektrofotometresi (AAS) ile Slculmus
ve Oleim duyarliigl iginde varligi saptanamayan elementler “yok” kabul

edilmistir. Paralel élctimlerin aritmetik ortalamal sonuglari asagidadir.

Yapilan Analiz Simir Sonug
Alaminyum (Al) Miktari, pg/L =200 Yok
Antimon (Sb) Miktari, pg/L <5 Yok
Arsenik(As) Miktar, pg/L =10 Yok
Baryum (Ba) Miktari, pg/L <1000 Yok
Kadmiyum (Cd) Miktari, pg/L =5 Yok
Krom (Cr) Miktari, pg/L =50 Yok
Demir (Fe) Miktari, pg/L =200 Yok
Kursun (Pb) Miktari, pg/L =25 Yok
Manganez (Mn) Miktari, ug/L <50 Yok
Civa (Hg) Miktan, pg/L <1 Yok
Nikel (Ni) Miktari, pg/L =20 Yok
Selenyum (Se) Miktari, pyg/L =10 Yok

BASF Tirk Kimya Ltd. Sti. trini MasterSeal 525 yukaridaki element
kirlilikleri agisindan BS 6920 kapsaminda igme suyu sistemlerinde kullanima
uygundur.
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SUBJECT

This report was issued upon the request at 18.11.2014 of BASF Tiirk Kimya Sanayi ve
Ticaret Limited Sirketi, for the conformity to BS 6920 and use in drinking water systems

of a product coded as MasterSeal 525, by assessment of water soluble metallic
impurities.

SAMPLE DESCRIPTION AND ANALYTICAL RESULTS

Specimens of MasterSeal 525 were submitted by the company as outlined in BS 6920
Part 2.1 and they were contacted with water in the laboratory in accordance with Part
2.6 for the assessment of maximum amounts of metallic impurities outlined in Table-1,
Part-1. Solution was concentrated in oven after plates were removed and element
quantities were determined in an atomic absorption spectrophotometer (AAS). Arithmetic
average of measurements are presented below. The elements which could not be

detected within analytical measurement accuracy were accepted as absent (*nil™).

Yapilan Analiz Sinir | Sonug
Aluminum (Al) Amount, pg/L =200 Nil
Antimony (Sb) Amount, pg/L =5 Nil
Arsenic (As) Amount, pg/L =10 Nil
Barium (Ba) Amount, pg/L =1000 Nil
Cadmium (Cd) Amount, ug/L =5 Nil
Chromium (Cr) Amount, pg/L =50 Nil
Iron (Fe) Amount, ug/L <200 Nil
Lead (Pb) Amount, pg/L =25 Nil
Manganese (Mn) Amount, pg/L| <50 Nil
Mercury (Hg) Amount, ug/L =1 Nil
Nickel (Ni) Amount, pg/L =20 Nil
Selenium (Se) Amount, pg/L <10 Nil

The product MasterSeal 525 of BASF Tirk Kimya Ltd. Sti. conforms to BS 6920 for
metallic water soluble impurities and is suitable for use in drinking water systems.

This report is valid for the specimens studied experimentally.

Regards,

Dr. Cevdet OZTIN



